
SCIP number for semi-finished products made of lead-containing materials
According to Article 9(1)(i) of the European Waste Framework Directive 2008/98/EU (last amended by (EU) 2018/851), suppliers of articles that contain Substances of Very

High Concern (SVHC) in concentrations above 0.1 % (w/w) have the obligation to notify these articles to the European Chemicals Agency ECHA using the SCIP 

database (Substances of Concern In articles as such or in complex objects (Products)).

Semi-finished products are considered as articles. The SVHC relevant for the semi-finished products supplied by AMCO Metall-Service GmbH is lead (Pb; CAS 7439-92-1).

The following list contains the SCIP numbers of the semi-finished products notified by us. Please take into account that we have grouped our semi-finished products into

product groups according to the rules for SCIP notification. Semi-finished products or materials not listed do not contain lead in contents greater than 0.1 % and, therefore, 

have not been notified by us.

UNS
Bars-rods-tubes-profiles CC481K CuSn11P-C Bronze 0,3 - 1,0 % 125b401a-26f7-4d6f-bbd0-3001502c2148

Bars-rods-tubes-profiles CC483K CuSn12-C Bronze 0,3 - 1,0 % 125b401a-26f7-4d6f-bbd0-3001502c2148

Bars-rods-tubes-profiles CC484K CuSn12Ni2-C Bronze 0,3 - 1,0 % 125b401a-26f7-4d6f-bbd0-3001502c2148

02 Bars-rods-tubes-profiles CW620N CuZn41Pb1Al Brass 1,0 - 10,0 % a8b7218d-ab44-48b8-8c5f-b67e4396bd3f

Bars-rods-tubes-profiles CW456K CuSn4Pb4Zn4 Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CW458K CuSn5Pb1 Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC480K CuSn10-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC482K CuSn11Pb2-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC490K CuSn3Zn8Pb5-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC491K CuSn5Zn5Pb5-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC492K CuSn7ZnPb3-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC493K CuSn7Zn4Pb7-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC498K CuSn6Zn4Pb2-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC499K CuSn5Zn5Pb2-C Bronze 1,0 - 10,0 % 3ea43444-c275-491e-9b0f-272844965c4d

Bars-rods-tubes-profiles CC494K CuSn5Pb9-C Bronze 10,0 - 20,0 % BB3F7990-A24D-4A28-A22F-44900E4F1857

Bars-rods-tubes-profiles CC495K CuSn10Pb10-C Bronze 10,0 - 20,0 % BB3F7990-A24D-4A28-A22F-44900E4F1857

Bars-rods-tubes-profiles CC496K CuSn7Pb15-C Bronze 10,0 - 20,0 % BB3F7990-A24D-4A28-A22F-44900E4F1857

UNS
Bars-rods-tubes-profiles CW113C CuPb1P C18700 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles NA CuNi1Pb1P C19160, C19150 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles NA CuNi7Zn37Pb1 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles CW404J CuNi13Zn25Pb1 C79200 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles CW404J CuNi12Zn25Pb1 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles NA CuNi25Zn11,5Pb1 C79350 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles NA CuNi11Zn37Mn5Pb

2

C79860 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles CW407J CuNi12Zn38Mn5Pb

2

other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles CW408J CuNi18Zn19Pb1 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles CW406J CuNi12Zn30Pb1 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

Bars-rods-tubes-profiles CW400J CuNi7Zn39Pb3Mn2 other copper alloys 1,0 - 10,0 % d83cf024-9638-4bef-bb03-d71fff573c23

UNS

06 Bars-rods-tubes-profiles CW510L CuZn42 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW511L CuZn38As C27453 Brass 0,3 - 1,0 % 739f3fb1-7cdd-4ba3-8db2-480b8c2a40e3

Bars-rods-tubes-profiles CW725R CuZn33Pb1AlSiAs Brass 0,3 - 1,0 % 739f3fb1-7cdd-4ba3-8db2-480b8c2a40e3

Bars-rods-tubes-profiles CW509L CuZn40 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW604N CuZn37Pb0,5 C33500 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW610N CuZn39Pb0,5 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW704R CuZn23Al6Mn4Fe3

Pb

Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW708R CuZn31Si1 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW710R CuZn35Ni3Mn2AlP

b

Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW713R CuZn37Mn3Al2PbS

i

C67420 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW715R CuZn38AlFeNiPbSn Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW716R CuZn38Mn1Al Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW718R CuZn39Mn1AlPbSi Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW723R CuZn40Mn2Fe1 Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW724R CuZn21Si3P Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CC761S CuZn16Si4-C Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CC764S CuZn34Mn3Al2Fe1-

C

Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CC765S CuZn35Mn2Al1Fe1-

C

Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CC766S CuZn37Al1-C Brass 0,3 - 1,0 % 635c647a-2abe-469d-b9d1-5f8fd0a077f8

Bars-rods-tubes-profiles CW602N CuZn36Pb2As C35330 Brass 1,0 - 10,0 % bebd96d4-9960-41cc-aff0-3fb04ada4cf2

Bars-rods-tubes-profiles CW625N CuZn35Pb1,5AlAs Brass 1,0 - 10,0 % bebd96d4-9960-41cc-aff0-3fb04ada4cf2

Bars-rods-tubes-profiles CW626N CuZn33Pb1,5AlAs Brass 1,0 - 10,0 % bebd96d4-9960-41cc-aff0-3fb04ada4cf2

Bars-rods-tubes-profiles CW725R CuZn33Pb1AlSiAs Brass 1,0 - 10,0 % bebd96d4-9960-41cc-aff0-3fb04ada4cf2

Bars-rods-tubes-profiles CC760S CuZn15As-C Brass 1,0 - 10,0 % bebd96d4-9960-41cc-aff0-3fb04ada4cf2

Bars-rods-tubes-profiles CW600N CuZn35Pb1 C34000 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW601N CuZn35Pb2 C34200, C34500 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW603N CuZn36Pb3 C36000 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW606N CuZn37Pb2 C35300 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW607N CuZn37Pb1 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW608N CuZn38Pb2 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW612N CuZn39Pb2 C37700 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW614N CuZn39Pb3 C38500 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW617N CuZn40Pb2 C38000 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW623N CuZn43Pb2 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW624N CuZn43Pb2Al Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CW720R CuZn40n1Pb1 Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CC750S CuZn33Pb2-C Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de

Bars-rods-tubes-profiles CC754S CuZn39Pb1Al-C Brass 1,0 - 10,0 % 3216f615-8f46-42c7-98c1-e23b36d937de
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UNS

11 Plates-sheets-strip CW404J CuNi12Zn25Pb1 other copper alloys 1,0 - 10,0 % cca69a32-4b27-4636-8271-178c6b0e6bd7

UNS
Plates-sheets-strip CW608N CuZn38Pb2 Brass 1,0 - 10,0 % 6601af7f-1be8-4474-a871-741262a12bfb

Plates-sheets-strip CW612N CuZn39Pb2 Brass 1,0 - 10,0 % 6601af7f-1be8-4474-a871-741262a12bfb

Plates-sheets-strip CW614N CuZn39Pb3 Brass 1,0 - 10,0 % 6601af7f-1be8-4474-a871-741262a12bfb

UNS
13 Wire, sectional wire CW456K CuSn4Pb4Zn4 C54400 Bronze 1,0 - 10,0 % a308d181-63d1-4e23-bd5a-a4159d4b50c4

UNS

14 Wire, sectional wire CuNi1Pb1 C19140 other copper alloys 0,3 - 1,0 % 6bc1e2c8-be06-44b5-a00c-813c4b35651a

Wire, sectional wire CuNi1Pb1 C19150 other copper alloys 1,0 - 10,0 % 4924908b-545b-4bf8-b4fc-811df40e955d

Wire, sectional wire CuNi1Pb1 C19160 other copper alloys 1,0 - 10,0 % 4924908b-545b-4bf8-b4fc-811df40e955d

Wire, sectional wire CuPb1P C18700 other copper alloys 1,0 - 10,0 % 4924908b-545b-4bf8-b4fc-811df40e955d

Wire, sectional wire CW400J CuNi7Zn39Pb3Mn2 other copper alloys 1,0 - 10,0 % 1974a362-40d7-48e7-ba46-127f9d785cad

Wire, sectional wire CW406J CuNi12Zn30Pb1 other copper alloys 1,0 - 10,0 % 1974a362-40d7-48e7-ba46-127f9d785cad

Wire, sectional wire CW407J CuNi12Zn38Mn5Pb other copper alloys 1,0 - 10,0 % 1974a362-40d7-48e7-ba46-127f9d785cad

Wire, sectional wire CW408J CuNi18Zn19Pb1 other copper alloys 1,0 - 10,0 % 1974a362-40d7-48e7-ba46-127f9d785cad

UNS
Wire, sectional wire CW604N CuZn37Pb0,5 C33500 Brass 0,3 - 1,0 % 00ffdb70-7356-4971-b657-77b4186eaaa0

Wire, sectional wire CW713R CuZn37Mn3Al2PbS

i

C67420 Brass 0,3 - 1,0 % 00ffdb70-7356-4971-b657-77b4186eaaa0

Wire, sectional wire CW600N CuZn35Pb1 C34000 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW601N CuZn35Pb2 C34200, C34500 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW603N CuZn36Pb3 C36000 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW606N CuZn37Pb2 C35300 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW608N CuZn38Pb2 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW612N CuZn39Pb2 C37700 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW614N CuZn39Pb3 C38500 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

Wire, sectional wire CW617N CuZn40Pb2 C38000, C37700 Brass 1,0 - 10,0 % 87b9ecb6-9867-4039-99bd-204bfa7cdca0

UNS
Pb 99,99 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

Pb 99,985 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

Pb99,985Cu Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

Pb 99,97 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

Pb 99,94 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

Pb99,94Cu Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

Pb 99,9 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

PbSb0,5 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

PbSb1 Lead >20,0% 98349640-8249-4ea7-8ce5-332319e8fc9a

UNS
Bars-rods-tubes-profiles AW-2011 AlCuBiPb Aluminium 0,2 - 0,6 % 5583e981-1324-49d3-99b3-c909c1174633

Bars-rods-tubes-profiles AW-2011A AlCu6BiPb Aluminium 0,2 - 0,6 % 5583e981-1324-49d3-99b3-c909c1174633

UNS
Bars-rods-tubes-profiles AW-2007 AlCuMgPb Aluminium 0,8 - 1,5 % 59c62f60-9eb4-427a-a9dc-135932bb995c

Bars-rods-tubes-profiles AW-2030 AlCu4MgPb Aluminium 0,8 - 1,5 % 59c62f60-9eb4-427a-a9dc-135932bb995c

UNS
Bars-rods-tubes-profiles

Bars-rods-tubes-profiles

UNS
Bars-rods-tubes-profiles AW-6026 AlMgSiPb Aluminium 0,2 - 0,7 % 218d9c00-bf9c-4987-942d-7b5c66cb5750

Bars-rods-tubes-profiles AW-6064A AlSiFeCuMnMgCrNiZnTiBiPb Aluminium 0,2 - 0,7 % 218d9c00-bf9c-4987-942d-7b5c66cb5750

Bars-rods-tubes-profiles AW-6262 AlMg1SiSn Aluminium 0,2 - 0,7 % 218d9c00-bf9c-4987-942d-7b5c66cb5750

UNS
Bars-rods-tubes-profiles AW-6012 AlMgSiPb Aluminium 0,4 - 2,0 % f033f6d8-2a65-4675-b3e4-cc183dae29a2

Bars-rods-tubes-profiles AW-6018 AlMg1SiPbMn Aluminium 0,4 - 2,0 % f033f6d8-2a65-4675-b3e4-cc183dae29a2
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UNS
Bars-ingots-rods-tubes-profiles AC-42000 AlSi7Mg Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-43200 AlSi10Mg(Cu) Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-43400 AlSi10Mg(Fe) Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-44100 AlSi12(b) Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-45100 AlSi5Cu3Mg Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-45200 AlSi5Cu3Mn Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-45300 AlSi5Cu1Mg Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-45400 AlSiCu3 Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-46100 AlSi11Cu2(Fe) Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-46200 AlSi8Cu3 Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-46300 AlSi7Cu3Mg Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-46400 AlSi9Cu1Mg Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-46600 AlSi7Cu2 Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-47000 AlSi12(Cu) Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-47100 AlSi12Cu1(Fe) Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-ingots-rods-tubes-profiles AC-51200 AlMg9 Aluminium ≥0,1 - ≤0,3 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

UNS
Bars-rods-tubes-profiles AC-45000 AlSi6Cu4 Aluminium ≥0,3 - ≤1,0 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-rods-tubes-profiles AC-46000 AlSi9Cu3(Fe) Aluminium ≥0,3 - ≤1,0 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

Bars-rods-tubes-profiles AC-46500 AlSi9Cu3(Fe)(Zn) Aluminium ≥0,3 - ≤1,0 % 2C98EBDD-FD08-4200-B001-C4B1DCCA647D

UNS
Bars-rods-tubes-profiles 11SMnPb30 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 10SPb20 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 11MnPb37 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 35SPb20 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 46SPb20 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 38SMnPb28 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 44SMnPb28 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 36SMnPb14 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

Bars-rods-tubes-profiles 35SMnPb20 Edelstahl 0,3-1,0 % E643DC59-D3C4-4671-A82A-B1A7439A4B13

UNS
Bars-rods-tubes-profiles 11SMnPb30 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 10SPb20 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 11MnPb37 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 35SPb20 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 46SPb20 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 38SMnPb28 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 44SMnPb28 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 36SMnPb14 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13

Bars-rods-tubes-profiles 35SMnPb20 Edelstahl 0,3-1,0 % e643dc59-d3c4-4671-a82a-b1a7439a4b13
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